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Abstract: Poly(styrene)-b-poly(DL-lactide) (PS-PDLLA) copolymer-based nanoparticles 

(NPs) of a narrow size distribution, negative zeta potential, and spherical shape were fabricated 

for the delivery of docetaxel (DCT). The particle size was consistently maintained in serum for  

24 hours and a sustained drug release pattern was observed for 10 days in the tested formulations. 

The cytotoxicity of the developed blank NPs was negligible in prostate cancer (PC-3) cells. 

Cellular uptake and distribution of the constructed NPs containing a hydrophobic fluorescent 

dye was monitored by confocal laser scanning microscopy (CLSM) for 24 hours. Anti-tumor 

efficacy of the PS-PDLLA/DCT NPs in PC-3 cells was significantly more potent than that of 

the group treated with commercially available DCT, Taxotere® (P0.05). Blood biochemistry 

tests showed that no serious toxicity was observed with the blank NPs in the liver and kidney. 

In a pharmacokinetic study of DCT in rats, in vivo clearance of PS-PDLLA/DCT NPs decreased 

while the half-life in blood increased compared to the Taxotere-treated group (P0.05). The 

PS-PDLLA NPs are expected to be a biocompatible and efficient nano-delivery system for 

anticancer drugs.

Keywords: docetaxel, prolonged blood circulation, prostate cancer

Introduction
Diverse approaches for cancer therapy and diagnosis continue to be pursued.1–3 Among 

the various formulation types, intravenous administration is the primary choice for 

cancer treatment, and several injectable formulations for anticancer drug delivery have 

recently been developed.4–7 In most of these cases, improving aqueous solubility and 

tumor targeting of anticancer agents have been the primary objectives in the formu-

lation development. Nanovehicles, known to produce sufficient aqueous solubility, 

sustained release, and tumor targeting of anticancer drugs, have been developed based 

on diverse materials as one of these injectable formulations. Nevertheless, only a few 

among those developed have been approved for clinical applications due to toxicity 

of the materials and insufficient biodistribution of the nanovehicles to the tumors. 

Although the in vitro and in vivo toxicity of many organic and inorganic materials 

have been evaluated, a limited number of substances have been selected for clinical 

application so far. 

In the current investigation, a poly(styrene)-b-poly(DL-lactide) (PS-PDLLA) 

copolymer (Figure 1A) was used for the preparation of nanoparticles (NPs) for doc-

etaxel (DCT) delivery. Both PS and PDLLA have been used in various biomedical 

applications.8,9,15–17 PS is a synthetic aromatic polymer composed of the monomer sty-

rene. Nano-sized vehicles based on PS have been widely investigated as a drug delivery 

http://www.dovepress.com/permissions.php
http://creativecommons.org/licenses/by-nc/3.0/
www.dovepress.com
www.dovepress.com
www.dovepress.com
http://dx.doi.org/10.2147/IJN.S62806
mailto:hjcho@kangwon.ac.kr
mailto:ddkim@snu.ac.kr


International Journal of Nanomedicine 2014:9submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

2804

lee et al

system.8,9 Amorphous PDLLA, based on the polymerization 

of a racemic mixture of L- and D-lactides, has been used for 

drug delivery in itself or in its conjugate form.10 Taking the 

biomedical functionalities of each component (PS or PDLLA) 

into account, it seems that PS-PDLLA copolymer has merit 

to be used for the development of a drug delivery system. 

The synthesis of PS-PDLLA copolymer and the development 

of a nanoporous template have already been reported.11,12 In 

this study, the feasibility of PS-PDLLA for NP fabrication 

and its application to anticancer drug delivery are discussed 

for the first time, to the best of our knowledge.

DCT, a second generation of taxoid, has anti-mitotic 

chemotherapeutic properties and has been used in breast, 

prostate, ovarian, and lung cancers. DCT is almost insoluble 

in water (4.93 μg/mL). Thus, drug solubilization techniques 

were used to prepare the commercial formulation Taxotere® 

(Sanofi S.A., Paris, France), which is marketed worldwide 

as an injectable formulation of DCT.13 However, although 

solubility of DCT has been improved for its clinical applica-

tion, toxicity of the blank formulation and inaccurate tumor 

targeting still remain to be overcome. Various nanovehicles, 

such as liposomes, NPs, and micelles, have been developed 

and evaluated for DCT delivery to improve delivery effi-

ciency and attenuate unwanted effects.14–16

Herein, we report on the PS-PDLLA copolymer-based 

NPs for the controlled delivery of water-insoluble anticancer 

drugs, using DCT as a model. The safety and efficiency of PS-

PDLLA NPs for injectable chemotherapy formulation were 

thoroughly investigated by evaluating the physicochemical 

properties of NPs as well as the drug release, cellular dis-

tribution, and in vitro anti-tumor efficacy, together with the 

serum biochemistry in mice and pharmacokinetic properties 

after intravenous injection in rats.

Materials and methods
Materials
The PS-PDLLA was purchased from PolySciTech, a divi-

sion of Akina, Inc. (West Lafayette, IN, USA). Taxotere was 

obtained from Sanofi S.A. Docetaxel (DCT) was acquired 

from LC Laboratories (Woburn, MA, USA). Paclitaxel (PTX) 

was purchased from Samyang Genex Corporation (Daejeon, 

Korea). Tween 80 was obtained from Tokyo Chemical 

Industry Co., Ltd. (Tokyo, Japan). Phosphate-buffered saline 

(PBS) was purchased from Biosesang (Seongnam, Korea). 

Dichloromethane (DCM) and dimethyl sulfoxide (DMSO) 

were purchased from Daejung Chemicals & Metals Co., Ltd. 

(Seoul, Korea). Poly(vinyl alcohol) (PVA), 1,1′-dioctadecyl-

3,3,3′,3′-tetramethylindocarbocyanine  perchlorate (DiI), 

4-(2-hydroxyethyl)piperazine-1-ethanesulfonic acid (HEPES) 

solution, and sodium bicarbonate (NaHCO
3
) solution were 

obtained from Sigma-Aldrich Co. (St Louis, MO, USA). RPMI 

1640 media, penicillin, streptomycin, and fetal bovine serum 

(FBS) were purchased from Gibco Life Technologies, Inc. 

(Thermo Fisher Scientific, Waltham, MA, USA). All other 

reagents were of analytical grade and were acquired from 

commercial sources.

Preparation and characterization  
of Ps-PDlla NPs
DCT-loaded PS-PDLLA NPs were prepared using an 

 emulsification-solvent evaporation method with slight 

modification.17 Briefly, DCT and PS-PDLLA (4:20 and  

4:40, mg, weight per weight [w/w]) were dissolved in 2 mL  

of DCM, and added to 20 mL of PVA solution (2%, weight  

per volume [w/v]). The emulsion was sonicated for 20 min-

utes using a probe sonicator (VC-750; Sonics & Materials, 

Inc.,  Newtown, CT, USA). The dispersion was stirred for 

3 hours at room temperature and centrifuged at 13,200 rpm 

for 30  minutes. The NPs pellet was resuspended in 20 mL 

double-distilled water (DDW). The centrifuging and resus-

pending processes were repeated three times to remove PVA. 

The obtained DCT-loaded PS-PDLLA NPs were freeze-dried 

and stored at -70°C (DF8517; Ilshin Laboratory Co., Ltd., 

Seoul, Korea) for further experiments.

The encapsulation efficiency (EE) of DCT in PS-PDLLA 

NPs was measured by disrupting the NPs with DMSO (50× 

dilution). DCT concentration was determined using high-

performance liquid chromatography (HPLC), equipped with 

a pump (Waters 1525; Waters Co., Milford, MA, USA), 

an automatic injector (Waters 717 plus), and dual λ absor-

bance detector (Waters 2487). A reverse phase C18 column 

(Gemini, 250×4.6 mm, 5 μm; Phenomenex, Torrance,  

CA, USA) was used and the mobile phase was composed 

of acetonitrile and DDW (65:35, volume per volume [v/v]). 

The detection wavelength, flow rate, and injection volume 

were 230 nm, 1.0 mL per minute, and 20 μL, respectively.  

The lower limit of quantitation (LLOQ) was 100 ng/mL and 

the inter- and intra-day variances of the HPLC method were 

within the acceptable range.

The morphology of DCT-loaded PS-PDLLA NPs was 

observed using a field emission-scanning electron micro-

scope (FE-SEM; SUPRA 55VP; Carl Zeiss, Oberkochen, 

Germany). NPs were mounted on stubs and coated with Pt 

under vacuum. The particle size, polydispersity, and zeta 

potential of NPs were measured by electrophoretic light scat-

tering method (ELS-Z; Otsuka Electronics, Tokyo, Japan). 
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The change in the particle size and size distribution of 

developed nanoparticulate formulations in 50% (v/v) FBS 

solution was monitored for 24 hours.

In vitro release of DcT from NPs
Drug release from NPs was evaluated in vitro. DCT-loaded 

PS-PDLLA NPs dispersion (150 μL) was loaded into a mini 

GeBAflex-tube with a 12–14 kDa molecular weight cut-off 

(Gene Bio-Application Ltd., Kfar HaNagid, Israel). The dis-

solution medium (10 mL), PBS (pH 7.4) containing 0.5%  

(w/v) Tween 80, was agitated at 50 rpm using a shaking bath 

at 37°C. A 200 μL aliquot of the medium was collected at 

fixed times (3, 6, 9, 24, 48, 72, 96, 120, 144, 168, 192, 216, 

and 240 hours), and an equivalent volume of fresh media 

was replenished at each time point. The released amounts of  

DCT were determined by the HPLC-ultraviolet (UV) method, 

as described in the previous section.

In vitro cytotoxicity of blank  
Ps-PDlla NPs
PC-3 cells were obtained from the Korean cell line bank  

(Seoul, Korea) and cultured in RPMI 1640, containing  

300 mg/L L-glutamine, 25 mM HEPES, and 25 mM 

NaHCO
3
, supplemented with 10% (v/v) heat-inactivated 

FBS, 1% (v/v) penicillin (100 U/mL), and streptomycin  

(0.1 mg/mL) in a 5% CO
2
 incubator with 95% relative 

humidity at 37°C.

The cytotoxicity of blank PS-PDLLA NPs in PC-3 cells 

was measured using an 3-(4,5-dimethylthiazol-2-yl)-5-(3-

carboxymethoxyphenyl)-2-(4-sulfophenyl)-2H-tetrazolium 

(MTS)-based assay. PC-3 cells (1.0×104 cells/well) were 

seeded in 96-well plates, and treated and incubated with 

freeze-dried blank PS-PDLLA NPs reconstituted with cell 

culture medium over a wide range of concentrations (2, 5, 

10, 20, 50, 100, 200, 500, and 1,000 μg/mL) for 24, 48, and 

72 hours at 37°C. After the incubation period, the medium 

was replaced with MTS-based CellTiter 96 Aqueous One 

Solution Cell Proliferation Assay Reagent (Promega Corp., 

Fitchburg, WI, USA) and incubated for 4 hours at 37°C 

according to the manufacturer’s protocol. The absorbance 

was measured at 490 nm using an EMax Precision Microplate 

Reader (Molecular Devices, Sunnyvale, CA, USA).

cellular uptake study
DiI-loaded PS-PDLLA NPs were prepared using the same 

solvent evaporation method above (DiI:PS-PDLLA =1:40, 

w/w) to assess cellular uptake. The prepared DiI-loaded 

NPs were freeze-dried and stored at -70°C (DF8517;  

Ilshin Laboratory Co., Ltd.). The content of DiI in freeze-dried 

NPs was determined using an EMax Precision Microplate 

Reader at 560 nm by disrupting the NPs with DMSO.

The cellular uptake and distribution of NPs were observed 

by confocal laser scanning microscopy (CLSM). PC-3 cells 

were seeded in four-chamber culture slides (BD Biosciences, 

San Jose, CA, USA) at a density of 1.0×105 cells/well and 

incubated for 24 hours at 37°C. DiI (1 μg/mL)-loaded PS-

PDLLA NPs were incubated for 2, 4, and 24 hours. The 

NPs suspensions were eliminated by washing with PBS  

(pH 7.4) three times. After washing, cells were fixed with 4% 

formaldehyde for 10 minutes. Fixed cells were treated with 

Vectashield® mounting medium containing 4′,6-diamidino-

2-phenylindole (DAPI; H-1200; Vector Laboratories 

Inc., Burlingame, CA, USA) to prevent fading of fluores-

cence and to stain the nuclei blue. Cellular localization of  

DiI-loaded NPs was observed as a red color by CLSM  

(LSM 710; Carl Zeiss).

In vitro anti-tumor efficacy 
Anti-tumor efficacy was tested in PC-3 cells using an MTS-

based assay. PC-3 cells were seeded on 96-well plates at 

a density of 1.0×104/well and incubated overnight. After 

removing the cell culture media, Taxotere and PS-PDLLA/

DCT NPs were added (1, 10, and 100 nM DCT) and incubated 

for 48 and 72 hours at 37°C in a 5% CO
2
 incubator with 95% 

relative humidity. Cells were treated with the MTS-based 

CellTiter 96® AQ
ueous

 One Solution Cell Proliferation Assay 

Reagent and incubated at 37°C for 4 hours. The absorbance 

was measured at 490 nm with an EMax Precision Microplate 

Reader. Cell viability (%) was calculated from these absor-

bance values.

serum biochemical analysis
Male BALB/c mice (10 weeks old; Charles River Laborato-

ries, Wilmington, MA, USA) were used for serum biochem-

istry analysis of PS-PDLLA NPs. All mice were reared in 

a light-controlled room at 22°C±2°C and 55%±5% relative 

humidity (Animal Center for Pharmaceutical Research, 

College of Pharmacy, Seoul National University, Seoul, 

Korea). All animal experiments were approved by the Ani-

mal Care and Use Committee of the College of Pharmacy, 

Seoul National University. Blank (drug-unloaded) NPs were 

injected intravenously, at a dose of 25 mg/kg, every day 

for 1 week. Blood samples (0.8 mL) were then collected 

by cardiac puncture and aliquots of plasma were obtained 

by centrifuging at 3,000 rpm for 20 minutes. All serum 

biochemical parameters, such as total cholesterol (TCHO), 
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alanine transaminase (ALT), aspartate aminotransferase 

(AST), total protein (TP), blood urea nitrogen (BUN), total 

bilirubin (TBIL), and inorganic phosphorus (IP), were 

obtained by using a Fuji Dri-Chem 3500s (Fujifilm Holdings 

Corp., Tokyo, Japan). 

In vivo pharmacokinetic study in rats
Male Sprague-Dawley (SD) rats, weighing 250±5 g, were 

purchased from Orient Bio Inc. (Sungnam, Korea) to study 

in vivo pharmacokinetics. All rats were reared in a light-

controlled room at 22°C±2°C and 55%±5% relative humid-

ity (Animal Center for Pharmaceutical Research, College 

of Pharmacy, Seoul National University, Seoul, Korea). All 

animal experiments were approved by the Animal Care and 

Use Committee of the College of Pharmacy, Seoul National 

University. The femoral artery and vein were cannulated 

with Intramedic™ Polyethylene Tubing (PE-50; Becton, 

Dickinson & Co., Franklin Lakes, NJ, USA) under anesthe-

sia with Zoletil® (Virbac S. A., Carros, France) at a dose of  

50 mg/kg via intramuscular injection. Taxotere and DCT-

loaded PS-PDLLA NPs at a dose of 1 mg/kg were adminis-

tered via the femoral vein (intravenous bolus injection; 1 mL 

injection volume). Blood samples (~300 μL) were collected 

from the femoral artery at 1, 5, 15, 30, 45, 60, 90, 120, 180, 

240, and 360 minutes after injection, followed by replenish-

ment with a 0.9% sodium chloride injectable solution con-

taining heparin (20 U/mL) at each time point to prevent blood 

clotting. After centrifugation of the blood samples (13,200 

rpm for 3 minutes at 4°C), aliquots of plasma (~100 μL) were 

stored at -70°C until analysis. The concentration of DCT 

in rat plasma was measured with a liquid chromatography-

tandem mass spectrometry (LC-MS/MS) system. Aliquots 

(50 μL) of the plasma samples were spiked with PTX as an 

internal standard in acetonitrile (10 μL volume, 1 μg/mL  

concentration), and mixed with acetonitrile (90 μL) for depro-

teinization. The mixture was vortexed for 10 minutes and 

centrifuged at 13,200 rpm for 5 minutes. The supernatant was 

transferred to the vial and a 5 μL aliquot injected onto a reverse 

phase C18 column (Poroshell 120 EC-C18, 50×4.6 mm,  

2.7 μm; Agilent Technologies, Santa Clara, CA, USA). The 

mobile phase consisted of acetonitrile and DDW with 0.1%  

(v/v) formic acid (70:30, v/v) and the flow rate was 0.2 mL 

per minute. The column eluent was monitored using an 

Agilent LS-MS/MS system equipped with an Agilent 

Technologies 1260 Infinity HPLC system and Agilent 

Technologies 6430 Triple Quad LC/MS system. The opti-

mized gas temperature, gas flow, nebulizer pressure, and 

capillary voltage were 350°C, 10 L per minute, 30 psi, and 

6,000 V, respectively. The parameters manually optimized 

in the multiple reaction monitoring (MRM) mode with 

positive electrospray ionization (ESI) were m/z values of 

precursor to product ion, fragmentor voltage, and colli-

sion energy, which were 830.3 to 549.1, 168 V, and 17 eV  

for DCT and 876.2 to 591.0, 165 V, and 24 eV for PTX, 

respectively. The resolutions of the quadrupole Q1 and 

Q3 were set on wide/unit for DCT and unit/unit for PTX, 

respectively. The analytical data were processed using the 

MassHunter Workstation Software Quantitative Analysis 

(vB.05.00; Agilent Technologies). The retention times of 

DCT and PTX were 4.8 and 4.9 minutes, respectively. The 

lower limit of quantification (LLOQ) of DCT was 1 ng/mL, 

and precision and accuracy were within the acceptable range. 

The pharmacokinetic parameters of each formulation, area 

under the drug concentration in plasma–time curve from time 

zero to infinity (AUC), terminal half-life (t
1/2

), time-averaged 

total body clearance (CL), apparent volume of distribution 

at steady state (V
ss
), and mean residence time (MRT), were 

calculated using WinNonlin® (v3.1; Pharsight Corporation, 

Mountain View, CA, USA).

statistical analysis
All experiments in this study were performed at least three 

times and the data presented as means ± standard devia-

tion (SD). Two-tailed t-tests were performed for statistical 

analysis.

Results and discussion
Preparation and characterization  
of Ps-PDlla NPs
PS-PDLLA copolymer-based NPs were developed for the 

delivery of a model anticancer drug, DCT. Both PS and 

PDLLA, or their derivatives, have been widely used for bio-

medical applications, including drug delivery systems.8,18–20 

In our previous reports, NPs based on biocompatible 

polymers were prepared and exhibited improved systemic 

exposure of the drug, in vivo anti-tumor efficacy, and cancer 

diagnosis.4,21–23 As a new polymer for drug delivery, PS-

PDLLA was used for the fabrication of NPs to deliver DCT. 
1H-nuclear magnetic resonance (NMR) and Fourier transform 

infrared (FT-IR) spectra revealed the characteristics of the 

PS-PDLLA copolymer when compared with reference 

(Figure 1).24–26 The 1H-NMR spectrum of the PS-PDLLA 

copolymer (Figure 1B) showed the peaks for phenyl protons 

of styrene and protons of lactide (-CO-CH[CH
3
]-O-) at 

7.3 ppm and 5.2 ppm, respectively. FT-IR spectrum of PS-

PDLLA (Figure 1C) showed that the C-H stretching band of 
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Figure 1 chemical structure and characterization of the Ps-PDlla copolymer. 
Notes: (A) The chemical structure of Ps-PDlla is presented. The Ps-PDlla 
copolymer was dissolved in cDcl3 for (B) 1h-NMr (500 Mhz) analysis and ch2cl2 
for (C) FT-Ir analysis.
Abbreviations: FT-Ir, Fourier transform infrared; NMr, nuclear magnetic 
resonance; Ps-PDlla, poly(styrene)-b-poly(Dl-lactide).
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the aromatic ring of PS and the C=O stretching band of the 

lactide were 3,026 cm-1 and 1,757 cm-1, respectively. It was 

expected that the ester linkage in the PDLLA backbone could 

be degraded via esterase-catalyzed hydrolysis in biological 

fluids.24 With the degradation of the PDLLA segment, NPs 

based on PS-PDLLA copolymer could be disassembled to 

release incorporated hydrophobic drug. 

As shown in Table 1 and Figure 2, we prepared DCT-

loaded NPs with a 220-240 nm mean diameter, narrow 

size distribution, negative zeta potential value, and 80% 

Table 1 characterization of DcT-loaded Ps-PDlla copolymer-based NPs

Composition Mean diameter (nm) Polydispersity index Zeta potential (mV) EE (%)

Ps-PDlla/DcT NP  
(Ps-PDlla:DcT =5:1)

224.63±7.66 0.08±0.01 -13.52±0.73 83.51±0.56

Ps-PDlla/DcT NP  
(Ps-PDlla:DcT =10:1)

242.13±3.79 0.09±0.01 -9.30±1.47 85.25±6.11

Notes: Data are presented as means ± sD (n=3); EE(%) = ×
actual amount of drug in NPs
input amount of drug in NPs

100.

Abbreviations: DCT, docetaxel; EE, encapsulation efficiency; NP, nanoparticle; PS-PDLLA, poly(styrene)-b-poly(DL-lactide); SD, standard deviation.

drug EE. The uniform size of the developed NPs could 

improve passive tumor targeting via the enhanced perme-

ability and retention (EPR) effect. The weight ratio between 

polymer and drug was set at 5:1 and 10:1, and slightly 

different physicochemical properties of DCT-loaded NPs, 

including particle size and zeta potential, were observed. 

Spherical shape and similar particle size, compared to the 

hydrodynamic size (Table 1), of NPs are shown in FE-SEM 

images (Figure 2B). Moreover, the mean diameter and size 

distribution of the developed NPs containing DCT were 

consistently maintained for 24 hours in 50% (volume per 

volume) FBS (Figure 3). Proteins can bind to the surface 

of polymeric NPs after intravenous injection of NPs, form-

ing a protein corona.28 Diverse proteins in biological fluids 

can participate in the formation of protein corona, acting as 

opsonins related to cellular uptake by a mononuclear phago-

cyte system (MPS).29 Thus, the interaction between proteins 

and a polymeric NP surface can modulate the pharmacoki-

netic properties of the drug and the fate of NPs.30 Stability 

testing in serum (Figure 3) indicated that DCT-loaded NPs 

could reach the tumor region without aggregation or pre-

cipitation in the blood stream and rapid clearance by the 

reticuloendothelial system.

In vitro drug release
DCT release from NPs was assessed in vitro. A sustained 

release pattern is critical in anticancer drug delivery to 

decrease in vivo clearance and improve retention time in 

the bloodstream. It may contribute to reduced intravenous 

injection frequency, enhanced pharmacological efficacy, 

and improved patient compliance. As shown in Figure 4, 

DCT release from NPs at pH 7.4 was continued for 10 days.  

In DCT-loaded NPs with a 5:1 polymer:drug weight ratio, 

77.06%±9.76% of DCT was released from NPs after  

10 days. NPs with a 10:1 polymer:drug weight ratio exhibited 

a sustained drug release profile and thus were used in subse-

quent studies. A sustained drug release pattern can improve 

systemic exposure of the drug after intravenous injection. 

Degradation of ester linkages in the PDLLA segment of the 
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Figure 2 characterization of DcT-loaded Ps-PDlla NPs. 
Notes: (A) size distribution in DW and (B) Fe-seM images of Ps-PDlla/DcT at 5:1 and 10:1 polymer to drug weight ratios are shown. scale bars =100 nm.
Abbreviations: DcT, docetaxel; DW, distilled water; FE-SEM, field emission-scanning electron microscope; NP, nanoparticle; PS-PDLLA, poly(styrene)-b-poly(DL-lactide); 
seI, secondary electron imaging; WD, working distance.

copolymer could be one of the mechanisms of drug release 

from NPs in biological fluids.27 It is assumed that the exis-

tence of esterases in biological fluids can facilitate disruption 

of NPs, thereby eliminating the copolymers from the body, 

and releasing the drug.

In vitro cytotoxicity of blank NPs
Cytotoxicity of blank (without drug loading) NPs was evalu-

ated in PC-3 cells. PC-3 cell viability (%) was assessed after 

24, 48, and 72 hours of incubation at 0–1,000 μg/mL of the 

PS-PDLLA copolymer (Figure 5). The developed blank 

NPs exhibited negligible cytotoxicity in PC-3 cells under 

these conditions. Biocompatibility of PS-PDLLA can be 

estimated from the biomedical application of each polymer 

component as reported.27,31 The result of the cytotoxicity test 

supports the feasibility of PS-PDLLA NPs as a safe drug 

delivery vehicle.

cellular uptake
Cellular uptake and the distribution pattern of the developed 

NPs were observed by CLSM (Figure 6). DiI, as a hydropho-

bic fluorescent dye, was incorporated into the nanovesicles 

instead of DCT for monitoring the intracellular movement 

of NPs for 24 hours in PC-3 cells. The fluorescence inten-

sity was stronger at 24 hours compared to the 2- and 4-hour 

incubated groups. As incubation time increased, cellular 

uptake of NPs increased. Interestingly, DiI-loaded NPs were 

entirely localized in the cytoplasm in the 24-hour incubated 

group. Although the PS-PDLLA copolymer does not include  

a tumor-targeting moiety, NPs based on the PS-PDLLA 

copolymer were expected to be efficiently taken up into 

the cells via endocytosis. Cellular uptake efficiency of the 

developed NPs can improve cancer therapy after the arrival 

of NPs in the tumor region via passive tumor targeting, based 

on the EPR effect.
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Figure 3 Mean diameter of the developed NPs in 50% FBs. 
Notes: (A) change in the particle size (nm) of Ps-PDlla/DcT NPs in serum was monitored for 24 hours; (B) size distribution of developed NPs in serum at 0 and 
24 hours.
Abbreviations: DcT, docetaxel; NP, nanoparticle; Ps-PDlla, poly(styrene)-b-poly(Dl-lactide).

In vitro anti-tumor efficacy
Anti-tumor efficacy of DCT-loaded PS-PDLLA NPs was 

evaluated in PC-3 cells (Figure 7). Various approaches have 

been used for DCT delivery for prostate cancer therapy.32,33 

DCT concentration (1-100 nM) in this study was set up 

considering its reported IC
50

 values in PC-3 cells.34–36 Cell 

viability was measured using an MTS-based assay after  

48 and 72 hours of incubation of Taxotere and PS-PDLLA/

DCT NPs. At all DCT concentration (1, 10 and 100 nM) 

and incubation time (48 and 72 hours) groups, the cell 

viability (%) of the PS-PDLLA/DCT NP-treated group 

was lower than that of the Taxotere group (P0.05).  
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poly(Dl-lactide); sD, standard deviation.
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Figure 5 In vitro cytotoxicity of blank Ps-PDlla NPs. 
Notes: Pc-3 cell viability (%) after 24, 48, and 72 hours was measured using an 
MTs-based assay. Data are expressed as means ± sD (n=5).
Abbreviations: MTs, 3-(4,5-dimethylthiazol-2-yl)-5-(3-carboxymethoxyphenyl)-
2-(4-sulfophenyl)-2h-tetrazolium; NP, nanoparticle; Ps-PDlla, poly(styrene)-b-
poly(Dl-lactide); sD, standard deviation.

Cytotoxicity testing of blank NPs suggested that they did 

not induce any serious cytotoxicity in PC-3 cells (Figure 5). 

Therefore, the observed cytotoxicity in Figure 7 seems to 

be based on the performance of DCT-incorporated PS-

PDLLA NPs. In particular, in vitro anti-tumor efficacy of 

the developed NPs was higher than that of the commercial 

formulation, Taxotere. The lower cell viability of the 

developed DCT-loaded NPs also indicates their improved 

cellular uptake efficiency. Furthermore, improved inhibi-

tion of cancer cell growth could lead to enhanced in vivo 

Control 2 hours

4 hours 24 hours

Figure 6 cellular uptake of Ps-PDlla NPs in Pc-3 cells.
Notes: cellular uptake and distribution of DiI-loaded NPs were observed by clsM. DiI (1 μg/ml)-loaded NPs were incubated for 2, 4, and 24 hours. red and blue colors 
indicate DiI and DaPI, respectively. scale bar =10 μm.
Abbreviations: clsM, confocal laser scanning microscopy; DaPI, 4′,6-diamidino-2-phenylindole; Dil, 1,1′-dioctadecyl-3,3,3′,3′-tetramethylindocarbocyanine perchlorate; 
NP, nanoparticle; Ps-PDlla, poly(styrene)-b-poly(Dl-lactide).
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anti-tumor efficacy, based on the stability of the developed 

NPs in serum (Figure 3). 

serum biochemistry analysis
In vivo toxicity of blank PS-PDLLA NPs was assessed 

in a mouse model, based principally on serum biochemi-

cal analysis. Numerous NPs based on each copolymer 

component (PS or PDLLA) were fabricated and their 

characteristics, including toxicity, were investigated.27,31 

It was reported that the cytotoxicity of PS NPs was influ-

enced by the functional group attached on the surface of 

the NPs, the particle size, and the presence of enzymes or 

serum.37 PDLLA has been used as a biocompatible poly-

mer, alone or in a conjugated form, for drug delivery and 

tissue engineering.38,39 Nonetheless, the in vivo toxicity 

of PS-PDLLA NPs has not been previously investigated. 

Blank NPs, at a dose of 25 mg/kg, were intravenously 

injected into mice daily for 1 week, after which several 

blood biochemistry parameters were obtained as presented 

in Table 2. These parameters are for assessing toxicity or 

abnormality in the hepatobiliary system (TCHO, ALT, 

AST, TP, albumin, and TBIL), the kidney (BUN, crea-

tinine), and others (Ca2+, IP). There was no significant 

difference between the control and the NP-treated group, 

indicating that intravenous injection of the developed PS-

PDLLA NPs at the times and doses used resulted in no 

serious toxicities. Together with the cytotoxicity results 

(Figure 5), this demonstrates the biocompatibility of the 

developed NPs and supports their use as an injection for-

mulation for anticancer drug delivery. 

In vivo pharmacokinetics
Pharmacokinetic properties of PS-PDLLA/DCT NPs were 

compared with those of Taxotere in rats after intravenous 

administration. Though serum biochemical analysis was 

performed in mice, pharmacokinetic study was done in rats 

considering their special characteristics, such as enough 

blood volume for multiple sampling compared to mice. The 

DCT concentration in plasma over time is shown in Figure 8, 

Figure 7 In vitro anti-tumor efficacy in PC-3 cells. 
Notes: Taxotere® (Sanofi S.A., Paris, France) and PS-PDLLA/DCT NPs at 1 nM, 10 nM, and 100 nM DCT were incubated for (A) 48 and (B) 72 hours. an MTs-based assay 
was performed to assess cell viability (%). each point indicates the mean ± sD (n3). *P0.05 compared to the Taxotere group.
Abbreviations: DcT, docetaxel; MTs, 3-(4,5-dimethylthiazol-2-yl)-5-(3-carboxymethoxyphenyl)-2-(4-sulfophenyl)-2h-tetrazolium; NP, nanoparticle; Ps-PDlla, 
poly(styrene)-b-poly(Dl-lactide); sD, standard deviation.

Table 2 serum biochemistry parameters after intravenous injec-
tion of drug-unloaded NPs into the mouse

Parameter Control PS-PDLLA NPs

TchO (mg/dl) 103.80±7.60 116.80±11.10
alT (U/l) 32.80±10.33 22.80±3.56
asT (U/l) 93.60±19.63 105.00±58.55
TP (g/dl) 4.68±0.28 4.90±0.32
albumin (g/dl) 2.08±0.26 2.06±0.15
BUN (mg/dl) 23.06±1.65 23.06±2.17
creatinine (mg/dl) 0.38±0.30 0.36±0.15
TBIl (mg/dl) 0.64±0.18 0.56±0.11
ca2+ (mg/dl) 9.98±0.97 9.28±0.28
IP (mg/dl) 6.92±2.09 5.10±1.39

Notes: NPs, at a dose of 25 mg/kg, were injected intravenously into the mouse 
every day for 1 week. Data are presented as means ± sD (n=5).
Abbreviations: alT, alanine transaminase; asT, aspartate aminotransferase; 
BUN, blood urea nitrogen; IP, inorganic phosphorus; TBIl, total bilirubin; TchO, 
total cholesterol; TP, total protein; NP, nanoparticle; Ps-PDlla, poly(styrene)-b-
poly(Dl-lactide); sD, standard deviation.
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Table 3 In vivo pharmacokinetic parameters of DcT in rats after 
intravenous injection at a dose of 1 mg/kg

Parameter Taxotere® PS-PDLLA/DCT NPs

aUc (μg⋅min/ml) 10.18±1.09 23.56±1.70*
t1/2 (min) 57.86±8.84 134.72±15.92*
cl (ml/min/kg) 99.03±10.15 42.60±3.22*
Vss (ml/kg) 1864.31±617.62 3260.97±957.80
MrT (min) 18.52±4.59 77.12±25.39*

Notes: Data are presented as means ± sD (n3). The weight ratio between Ps-
PDlla and DcT was 10:1 in the Ps-PDlla/DcT NPs group. *P0.05 compared  
to Taxotere® (Sanofi S.A., Paris, France) group.
Abbreviations: aUc, total area under the plasma concentration–time curve from 
time zero to infinity; CL, time-averaged total body clearance; DCT, docetaxel; MRT, 
mean residence time; NP, nanoparticle; Ps-PDlla, poly(styrene)-b-poly(Dl-lactide); 
sD, standard deviation; t1/2, terminal half-life; Vss, apparent volume of distribution  
at steady state.

and several pharmacokinetic parameters were obtained 

(Table 3). In several reports,40–42 polymeric NPs containing 

DCT were fabricated; improved in vivo pharmacokinetic 

properties were observed compared to DCT solution or 

commercial formulations. However, toxicity and other fac-

tors have hindered their clinical application, despite their 

considerable in vivo performance in animal models. NPs 

based on the PS-PDLLA copolymer were prepared and the 

pharmacokinetics of DCT investigated. As shown in Table 3, 

clearance (CL) of the Taxotere-treated group was lower than 

that of the PS-PDLLA/DCT (10:1) group (P0.05). AUC, 

t
1/2

, and MRT values of the PS-PDLLA/DCT group were 

2.31-, 2.33-, and 4.16-fold higher than those of the Taxotere 

group, respectively (P0.05). Decreased in vivo clearance of 

DCT appeared to be the result of sustained drug release and in 

vitro stability in serum. As reported in other studies regarding 

intravenous DCT delivery, in vivo clearance of DCT from 

developed NPs was decreased compared to Taxotere in this 

investigation.40,42 Prolonged circulation time of drug may 

contribute to the decreased dosing  frequency and improved 

patient compliance. Moreover, it is expected that prolonged 

drug circulation could improve in vivo anti-tumor efficacy via 

passive tumor targeting and elevated systemic exposure.

Conclusion
We developed NPs based on a PS-PDLLA copolymer for 

delivery of DCT via intravenous injection. We fabricated 

NPs with a narrow size distribution, negative zeta potential 

value, spherical shape, and high drug EE. The particle size of 

the NPs was adequately maintained in serum and a sustained 

drug release pattern was observed. Blank NPs did not induce 

any serious cytotoxicity in PC-3 cells. Cellular uptake and 

localization of fluorescence dye-loaded NPs were confirmed 

by CLSM. Improved inhibition of cancer cell growth was 

shown in the PS-PDLLA/DCT NP-treated group compared to 

the Taxotere-treated group. Decreased in vivo drug clearance, 

elevated systemic exposure, and prolonged circulation of the 

drug were verified in a pharmacokinetic study in rats. All of 

these results support the use of the PS-PDLLA copolymer 

for fabrication of NPs in anticancer drug delivery.
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